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Avarage quality of cu ingots
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99,81 %
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< 0,0780 % < 0,0557 % < 0,0174 % < 0,0152 % < 0,0121 %

Ni Si Mg Mn

< 0,0082 % < 00,0008 % < 0,0012 % < 0,0000 %
Sample ID: 26-00236 Quality: 40-7 CtrSample: -
Order No.: 11.02.2026 Heat No.:. - Lot No.: -
Operator: - Checked by: - Date: 2026.02.12

The analysis result is only for the measured sample



